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NOTE: 1. SHRINKING IS NORMAL STATUS.
NEAEERL.
2. MADE OF EQUIVALENT MATERIAL.
¥R SR

3. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
EFRARBRE, ERVERBARRS.
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150 9001 KANG YANG PLASTIC(DONG GUAN)CO.,LTD,
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IATF 16949 KANG CHE COMPUTER COMPGNENTS(WUJANG)CO,LTD,

PROPRIETARY AND CONFIDENTIAL  |DATE TILE DWG. NO. PART NO.
THE INFORMATION CONTAINEDIN. 2000.10.11 TERMINAL HOLDER
OF KANG YANG HARDWARE DRAWN MATERIAL PCB-4CV PCB-4CV
proticora | JASOR L KON 0 T
7 IZE REV
KANG YANG HARDWARE ENTERPRISE i BLACK 14 SPEC, DWG, A
CO. 15 PROHIBITED. APPROVED UNLESS OTHERWISE SPECIFIED
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