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MOUNTING HOLE ¢4
THICKNESS 0.8~2.5mm
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PART NO. MATERIAL COLOR
CHZB-1 NATURAL
CrzB1@) | NYLON 66 UL94V-2 —TACK
CHZB-1V0 NATURAL(WHITE)
CHZB-TVO(E) | NTLON 66 UL94V-0 SCACK

NOTE: 1. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
EFBRKORRE, FRERLBRRE.
2. SHRINKING IS NORMAL STATUS.
NiEHETRL.
3.MADE OF EQUIVALENT MATERIAL.
HITHERRAEHE.

BESEBRLH RS

ISO 9001
1ISO 14001
QC 080000
{ATF 16949

KANG YANG HARDWARE ENTERPRISE CO., LTD.

BB (RE)A R F

KANG YANG PLASTIC(DONG GUAN)CO.,LTD.

B BB (RIL)F R

KANG CHE COMPUTER COMPONENTS(WUJIANG)CO,,LTD.
PROPRIETARY AND CONFIDENTIAL | PATE TITLE DWG. NO. PART NO.
P MU LIS WIRE MOUM
i CHZB-1 SEE ABOVE
REPRODUCTION IN PART OR AS A SAl SEE ABOVE
WHOLE WITHOUT THE WRITTEN CHECKED . COLOR FINISH SIZE REV
PERMISSION OF EYY
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DO NOT SCALE DRAWING %/\ TOLERANCE:  SEE ABOVE SCALE: 2:1 | ONT mm I SHEET 1 OF 1




