CHASSIS HOLE: 83.5mm
THICKNESS: 0.8~2.0mm
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CABLE CLAMP CABLE TIES
PART NO. MATERIAL
SWPL-22V0 |NYLON 66 ULS4V-0
SWPL-22 NYLON 66 UL94V-2

NOTE: 1. SHRINKING IS NORMAL STATUS.
NEHETRE.
2. MADE OF EQUIVALENT MATERIAL.

BHCERSG A RS

KANG YANG HARDWARE ENTERPRISE CO., LTD.

BTEAREME.

3. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
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KANG YANG PLASTIC(DONG GUAN)CO.LTB .,
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IATF 16949 KANG CHE COMPUTER COMPONENTS(WUIANGICO.LTD.
PROPRIETARY AND CONFIDENTIAL  |DATE TITLE DWG. NO. PART NO.
THE INFORMATION CONTAINED IN 2006.04.18 |POWER CORD RETENTION CLAMP
e FaeRas SWPL-22 SEE ABOVE
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CHECKED = | COLOR FINISH 1ZE REV
RNy ANC L ARDWARE ENTERPRISE W‘W”Tj—% BLACK ; 4 SPEC. DWG. B
CO. IS PROHIBITED. APPROVED UNLESS GTHERWISE SPECIFIED
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