RECOMMENDED MOUNTING HOLE ¢4.8
RECOMMENDED THICKNESS 0.8~2.0mm
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CABLE TIES NOTE: 1. SHRINKING IS NORMAL STATUS.

N HEFRL.
2. MADE OF EQUIVALENT MATERIAL.
BITEREERE.
3. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.

IS0 9001
ISO 14001
QC 080000
ATF 16349
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KANG YANG HARDWARE ENTERPRISE CO., LTD.
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KANG YANG PLASTIC(DONG GUAN)CC.,LTD.
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KANG CHE COMPUTER COMPONENTS(WUJIANG)CG..LTD.

EERBRARE, FRERBARRS.

PROPRIETARY AND CONFIDENTIAL  fDATE TiILE DWG. NO. PART NO.
e S CULRCES WIRE MOUNT
OF KANG YANG HARDWARE DRAWN MATERIAL SWPL-4 SWPL-4
REPRODUCTION (N PART OR AS A JOHNNY NYLON 66 UL94V-2

WHOLE WITHOUT THE WRITTEN CHECKED
PERMISSION O

KANG YANG HARDWARE ENTERPRISE
CO. IS PROHIBITED.
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